o ETi

ISLETMELER| GENEL MUDURLUGU

PRODUCT SPECIFICATION

Chemical Specification

Boron Oxide

Porous
B.0,

Diboron Trioxide

CAS No:1303-86-2 / EC No: 215-125-8
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Component Content

B,0, 98.00% min.
S0, 500 ppm max.
Cl 10 ppm max.
Fe 15 ppm max.

Particle Size Specification

Size \ Content
+0.315 mm | 75.00% min.
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